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CEPA TEXHUYECKASA A30BAS 'PPAHYJINPOBAHHASA

CT TOO 19746624-02-2006

HOMEP NAPTUMU 2431

KOJINYECTBO, TOHH

BAIFOHbI N¢ 52745668

52758885

52848637

56817950

56683782

53478434

56948516

53478343

56947310

52745916
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56927841
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52866100
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HAUMEHOBAHME
NMOKA3ATENEMWM

HOPMA AN151 CEPbl FPAHY/INPOBAHHOM
COPT -9998

DAKT

MaccoBas nons cepbl, % He MeHee

99,98

99,98

MaccoBas gons 3onbl, % He 6onee

0,02

0,01

MaccoBas A0NS OpraHMYeCcKuX BeLlecTs,
%o He 6onee

0,01

0,01

MaccoBas fons KMCNOT B NnepecyeTte Ha
CEepHYI0 KMcnoTy, % He 6onee

0,0015

0,0010

MaccoBas gons Bogbl, % He 6onee

0,2

0,0

BHewHni Bua(BU3yasibHO)

FpaHy”nbl >xenToro uBeTa

FpaHy”nbl )xenToro useTa

®dopma rpaHyn (BusyasibHO) Ccepunueckan Cdepunueckan
MaccoBas gons rpaHyn guaMeTpoMm He 75 94
6onee 6,0 MM,%, He MeHee

HacbinHas NAOTHOCTD, r/cM3 1,1+1,2 1,1
MexaHunueckue 3arpssHeHus(6ymara, He nonyckaetcs CooTBercrayer

AepeBo, NecoK u Aap.)

CMEHHbIN XMMUK

CuceHryxuena X.

(017 o)

noanucob
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SHIPMENT #
Q-TY, TONNES
R/W CARS, #

# 2431 dated

PASSPORT

05 June

2018.

TECHNICAL GAS DERIVED GRANULATED SULFUR

2431

ST LLP 19746624-02-2006

52745668

52758885

52848637

56817950

56683782

53478434

56948516

53478343

56947310

52745916

56748528

56927841

56548852

52866662

56915622

52741642

53604948

56915440

52845054

52846243

52866100

52745114

52743986

56568413

56747900

56747348

56748585

52865979

56669807

52758240

52741360

52744752

52744380

52745395

56575822

53419131

56669708

TEST
FACTORS

STANDARD FOR GRANULATED SULFUR
GRADE-9998

ACTUAL

Sulfur mass part, % more than

99,98

99,98

Ash mass part, % less than

0,02

0,01

Organics mass part, % less than

0,01

0,01

Acid mass part in conversion to sulfuric
acid, % less than

0,0015

0,0010

Water mass part, % less than

0,2

0,0

Appearance (visual)

Granules of yellow color

Granules of yellow color

Granules size (visual) Spherical Spherical
Granules mass part, dia less than 6,0 75 94
MM, % more than
Packed density, g/cm? 1,1=-1,2 1,1
g:cn;ammants (paper, wood, sand and Not allowed Comply
SHIFT CHEMIST Sisenguzhieva Zh.
FULL NAME SIGNATURE




